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This is hereby certified to be a correct return of the tests made of the items  
referred to herein.    

 

G Briggs 
Head of Laboratory 
21st September 2010 

  

 

� Unless instructed otherwise by the client sample remnants will be disposed of after 28 days 
� Test marked (*) in this certificate are not included in the UKAS Accreditation Schedule 

for this Laboratory.  
� Opinions and interpretations expressed herein are outside the scope of UKAS accreditation. 
� This Certificate relates only to the sample received and, unless that sample has been drawn 

by the staff of this laboratory, or its agent, and endorsed accordingly, any application of the 
result to a bulk quantity or other material is entirely the responsibility of the client. 

 

  
 
 

 

PO Box 5, Morley, LS27 0QP 
Nepshaw Lane South, Morley, Leeds 
Tel 0113 253 0241    Fax 0113 252 7029 
Head of Laboratory G. Briggs C. Text ATI 

Client:  Gabriel 
Hjulmagervej 55 
Postbox 59 
DK-9100 Aalborg 
Denmark 

Entry Nos:  43899, 44001, 44022, 44040, 44070, 44105, 44190, 44223 

Dates Received: 14.6.10, 25.6.10, 28.6.10, 1.7.10, 6.7.10, 8.7.10, 14.7.10, 16.7.10 

Client’s Description: 31 Samples of Fabric Interglobe 
 

TEST REPORT 
  
Test Required: Colour Fastness to Light and Rubbing 

 
Date Tests completed: 27th August 2010 
  
Light Fastness: BS EN ISO 105 – BO2 : 1999 Method 2 

 
00007:-    7  60017:-    5  65027:-    6 63015:-  6-7 
00045:-  6-7  61003:-    5  67033:-  6-7 60065:-  4-5 
00047:-    6  61019:-  6-7  68036:-    6 61099:-  5-6 
00055:-    5  63016:-    6  60063:-    6 63060:-  5-6 
00075:-  5-6  64037:-  6-7  60064:-    5 64136:-    6 
00077:-  6-7  64039:-    6  66103:-  5-6 64138:-    4 
68106:-  5-6  64137:-  5-6  62053:-    6 67062:-    5 
66104:-    6  68107:-  5-6  66105:-    5 
--------------------------------------------------------------------------------------------------------------------------------------------------------- 
Rubbing:  BS EN ISO 105-X12: 2002 

 
    Dry  Wet 

Staining:- 
 
00007:-  Warp  4-5  4-5 

  Weft  4-5  4-5 
 

00045:-  Warp  4-5  4-5 
  Weft  4-5  4-5 
 

00047:-  Warp  4-5  4-5 
  Weft  4-5  4-5 
 

00055:-  Warp  4-5  4-5 
  Weft  4-5  4-5 
 

00075:-  Warp    5  4-5 
  Weft    5  4-5 
 



            Page  2 of 4 
 
 
 
 
 
 
 

This is hereby certified to be a correct return of the tests made of the items  
referred to herein.    

 

G Briggs 
Head of Laboratory 
21st September 2010 

  

 

� Unless instructed otherwise by the client sample remnants will be disposed of after 28 days 
� Test marked (*) in this certificate are not included in the UKAS Accreditation Schedule 

for this Laboratory.  
� Opinions and interpretations expressed herein are outside the scope of UKAS accreditation. 
� This Certificate relates only to the sample received and, unless that sample has been drawn 

by the staff of this laboratory, or its agent, and endorsed accordingly, any application of the 
result to a bulk quantity or other material is entirely the responsibility of the client. 

 

  
 
 

 

PO Box 5, Morley, LS27 0QP 
Nepshaw Lane South, Morley, Leeds 
Tel 0113 253 0241    Fax 0113 252 7029 
Head of Laboratory G. Briggs C. Text ATI 

 
Client:  Gabriel 

Hjulmagervej 55 
Postbox 59 
DK-9100 Aalborg 
Denmark 

Entry Nos:  43899, 44001, 44022, 44040, 44070, 44105, 44190, 44223 
 
             
   Dry  Wet 
Staining:- 
 
00077:-  Warp   5  4-5 
  Weft   5  4-5 
 
60017:-  Warp 4-5    5 
  Weft   5    5 
 
61003:-  Warp   5    5 
  Weft   5    5 
 
61019:-  Warp 4-5    5 
  Weft   5    5 
 
63016:-  Warp   5  4-5 
  Weft   5  4-5 
 
64037:-  Warp   5  4-5 
  Weft   5  4-5 
 
60063:-  Warp   5    5 
  Weft   5    5 
 
60064:-  Warp   5    5 
  Weft   5    5 
 
64137:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
68107:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
----------------------------------------------------------------End of Page --------------------------------------------------------------- 
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   Dry  Wet 
Staining:- 
 
62053:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
66105:-  Warp   5  4-5 
  Weft   5  4-5 
 
67062:-  Warp   5    5 
  Weft   5    5 
 
63015:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
60065:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
64039:-  Warp   5  4-5 
  Weft   5  4-5 
 
65027:-  Warp   5    5 
  Weft   5    5 
 
66103:-  Warp   5  4-5 
  Weft   5  4-5 
 
67033:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
68036:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
--------------------------------------------------End of Page ------------------------------------------------------------------ 
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61099:-  Warp   5    5 
  Weft   5    5 
 
63060:-  Warp   5  4-5 
  Weft   5  4-5 
 
64136:-  Warp 4-5  4-5 
  Weft 4-5  4-5 
 
64138:-  Warp   5    5 
  Weft   5    5 
 
68106:-  Warp   5  4-5 
  Weft   5  4-5 
 
66104:-  Warp   5  4-5 
  Weft   5  4-5 
 
Change in colour:- Dry  Wet 
 
All colours:- Warp   5    5 
  Weft   5    5 
                                  
-------------------------------------------------------End of Document ---------------------------------------------------------- 
 
 
 
 


